
  

Test Report No. CANEC1005169405  A01 Date: 15 Dec 2010 Page 1 of 4

 

TIAN SHUI HUA TIAN TECHNOLOGY CO.,LTD

NO.14 SHUANGQIAO ROAD,QINZHOU AREA,TIANSHUI CITY,GANSU PROVINCE 

CHINA

This report is to supersede test report CANEC1005169401

The following sample(s) was/were submitted and identified on behalf of the clients as :

SOT23-5L

SGS Job No. 12880014 - GZ :

used for: SOT23-3L/SOT23-5L/SOT23-6L/SOT89-3L/SOT223-3L :Client Ref. Information

4.1 :SGS Internal Reference No.

Date of Sample Received  : 09 Dec 2010

Testing Period  : 09 Dec 2010 - 15 Dec 2010

Test Requested  : Selected test(s) as requested by client.

 : Please refer to next page(s).Test Method

Test Results  : Please refer to next page(s).

Signed for and on behalf of 

SGS-CSTC Ltd.

Silva Zhou
Approved Signatory
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Test Results:

 :ID for specimen 1 CAN10-051694.001

Black body w/ silvery metal (mixed) :Description for specimen 1

Test Method (Reference) MDLResultUnitTest Item(s)

Halogen

Fluorine (F) mg/kg BS EN 14582:2007, IC N.D. 50

Chlorine (Cl) mg/kg BS EN 14582:2007, IC N.D. 50

Bromine (Br) mg/kg BS EN 14582:2007, IC N.D. 50

Iodine (l) mg/kg BS EN 14582:2007, IC N.D. 50

Note:

1. mg/kg = ppm

2. N.D. = Not Detected (< MDL)

3. MDL = Method Detection Limit

Remark: The sample(s) was/were analyzed on behalf of the applicant as mixing sample in one testing. The 

above result(s) was/were only given as the informality value and only for reference.
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Sample photo:

CANEC1005169405  A01

CAN10-051694.001

SGS authenticate the photo on original report only

*** End of Report ***


